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REV. DESCRIPTION DATE ECO APPROVED
1 Coating change from NiCuNi to zinc 14.01.09 001 IGOR
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MAGNETIC CHARACTERISTICS:
NOTE: CGS Sl
1 Iv\o"reriol N35 Br 11.7-122 [KG]  [1.17-1.22 [T]
A 2 Coated zinc bHc >10.9 [KOe] >868 [KAM]
jHe 212 [KOe] 2955 [KA/mM]
BHmax| 33-36 [MGOe]| 263-287 [KJ/m’]
NAME
ASSEMBLY MAGNET NDBRO50035A SHEET 1 OF 1
pWGNO NDBRO50035AMD NAME | DATE | SIGNATURE
TOLERANCES UNLESS OTHERWISE SPECIFIED
/M OVER INCL TOL TOVER INCL ~TOL MATERIAL ND DESIGNED Igor 09.09.08 | CONFIRMED
. Magma p 7
dgMA [0 6 e[ 35 w05 ]G 459.38(gr) DRAWN Afir | 09.09.08 |CONFIRMED
N 6 30 +0.2| 315 1000 +0.8
30 120 03| ANGELs +1° | SCALE 10 APPROVED | Rashid |09.09.08 | CONFIRMED
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